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Geochemical
Lab Report

Bondar-Clew. I*c-
12980 West Cedar Dr. 

Lakewood, Colorado 80228 

(303)9894404

BONDAR CLEGG

REPORT! 098-1345 ( COMPLETE ) REFERENCE INFO: NONE LISTED

client: brohm hiking corf. SUBMITTED BY: J. BARRON
project: none listed DATE PRINTED: 16-N0V-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 41 0.002 OPT Fire Assay
2 Au BCI Au (Bondar-CledSl 4 0.002 OPT Fire Assay



Geochemical
I-ah Report

Bondv-OlS- Int.
12980 Wes Cedar Dr.

Lakewood, Colorado 80228

(303)9894404

REPORT: 098-1345 PROJECT: NONE LISTED PAGE 1

SAMPLE
NUMBER

ELEMEMT
UNITS

Au
OPT

Au BCI
OPT

SAMPLE
NUMBER

ELEMENT
UNITS

Au
OPT

Au BCI
OPT

02 R88-482-0-5 0.018 0.018 02 R88-482-200-205 0.003
D2 R88-482-5-10 0.016
D2 R88-482-10-15 0.009
02 R88-482-15-20 0.019
02 R88-482-20-25 0.018

02 R88-482-25-30 0.006
02 R88-482-30-35 0.006
02 R88-482-35-40 0.014
02 R88-482-40-45 0.014
02 R88-482-45-50 0.009

02 R88-482-50-55 0.005
02 R88-482-55-60 0.006
02 R88-482-60-65 0.018 0.015 — . C.I6,
02 R88-482-65-70 0.009
02 R88-482-70-75 0.006

02 R88-482-75-80 0.010
02 R88-482-80-85 0.007
02 R88-482-85-90 <0.002
02 R88-482-90-95 0.006
02 R88-482-95-100 0.010

02 R88-482-10C-105 0.007
02 R88-482-105-110 0.008
02 R88-482-110-115 0.008
02 R88-482-115-120 0.003
02 R88-482-120-125 0.004

02 R88-482-125-130 0.005 0.004
02 R88-482-130-135 0.003
02 R88-482-135-140 0.002
02 R88-482-140-145 0.004
02 R88-482-145-150 0.004

02 R88-482-150-155 0.003
02 R88-482-155-160 0.007
02 R88-4B2-160-165 0.008
02 R88-482-165-170 0.008
02 R88-482-170-175 0.006 0.006

02 R88-482-175-1B0 0.006
02 R88-482-180-185 0.004
02 R88-4B2-1B5-190 0.003
02 R88-482-190-195 0.003
02 R88-482-195-200 0.003



BROHM MINING CORF. 
HR. JIM RARPON 
P.O. BOX 4 85 
HE AFIWOOP» SD
57732

B»ndiar-( legg, Inc.

12980 West Cedar Dr. 

Ukewood, Colorado 80228 

(303) 989-1404

Invoice J 13283» Fade 1 

Date : 18-NOO-88

Report No: 098-1345 
Project J NONE LISTED 
Reference*. NONE LISTED

41 Analyses of Gold 
4 Analyses of Au < Bonds r-C leSJ ) 

Subtotal

et ♦ 6.50 * 266.30 
st f 6.50 % 26.00

% 292.50 292.50

Sample Preparation
41 Samples of Assay Prep 

Subtotal

at * 3.00 is 123.00 
* 123.00 t 123.00

Miscellaneous Charges
4% S.D. STATE SALES TAX 
2X DEADUOOD CITY SALES TAX 

Subtotal

$ 3.28
I 1.64
t 4.92 * 4.92

Invoice Total: * 420,42 U,S.

f 5 5 -YT ^ (c -zcO

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



(jieoehemical
Lab Report

Bondar-Otgg, Inc.
12980 \Msa Cedar Dr. 

Lalovood. Colorado 80228 

(3031989-1404

BONOARCLEGG



Geochemical 
Lab Report

Boodar-CItgg. Inc.

12980 Wes Cedar Dr. 
Lakoood, Colorado 80228 
(303)989+104

B0N0APCLEGG

REPORT: 098-134? < COMPLETE ) REFERENCE IHFOi NONE LISTED

CLIENT'. BROHM MINING CORP. SUBMITTED BTI J. BARRON
PROJECT: NONE LISTED date PRINTED: 21-N0V-88

NUMBER Of LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 20 0.002 OPT Fire Assay
2 Au BCI Au (Bond*r-CleSS) 2 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 20 2 -150 20 Assay Prep 20
Excessive Wetness 423
5a»I>Picfc<» - - i

remarks: work performed at outside lab.

BONDAR-CLEGG CHECKS IN 2ND COLUMN.

REPORT COPIES TO! HR. JIM BARRON INVOICE TO: MR. JIM BARRON

HR. JIM BARRON



Geochemical 
I>ab Report

Bondar-0®, Inc.

12980 Vest Cedar Dr.

Lakewood, Colorado 801220

(303)989-1404

BONOARCLEGG

REPORT! 098-1349 PROJECT: NONE LISTED PAGE 1

SAMPLE ELEMENT Au Au BCI
NUMBER UNITS OPT OPT

D2 R88-482-205-210 0.004
02 R88-482-210-215 0.008
D2 R03-482-215-220 0.002
D2 R88-482-220-225 0.004
D2 R88-482-225-230 0.002

D2 R88-482-230-235 0.004
D2 R88-482-235-240 0.006
D2 R88-482-240-245 0.004
D2 R88-482-245-250 0.002
D2 R88-482-250-255 0.004

D2 R88-482-255-260 0.004
D2 R88-482-260-265 0.010
D2 R88-482-265-270 0.008
D2 R88-482-270-275 0.090 0.084 ~.o%7
D2 R88-482-275-280 0.122 0.125 r . i Z4-

D2 R88-482-280-285 0.032
D2 R88-482-285-290 0.056
D2 R88-482-290-295 0.030
D2 R88-482-295-300 0.028
02 R88-482-300-305 0.026



t

BC
BONDAR CLEGG

BROHM HIKING CORF' * 
MR. JIM BARRON 

P.0. BOX <135 
PEADWQOD * SO 
57732

Bondar ( lej*. Inc.
12980 Wesi Cedar Dr. 

Lakewood, Colorado 80228 

(303) 989-1404

Invoice l 13318? Posse 1 

Date J 21 -NOV-88

Report No! 
Project ! 
Refe rence t

098-1349 
NONE LISTED 
HONE LISTED

20 Analyses of Gold 
. U - 2 Analyses of Au <Bondar-C1 odd> 

Subtotal

Sample Preparation
20 Samples of Assay Prep 

423 Semples of Excessive Wetness 
1 Semple of Somrle Pickup 

Subtotal

Miscellaneous Charges
4% S.D. STATE SALES TAX 
2X DEADW00D CITY SALES TAX 

. Subtotal

Invoice

at % 6.50 « 130.00

a t 6.50 c 13.00
« 143.00 ♦ 143.00

at % 3.00 « 60.00
at ♦ 0.15 « 63.45

a t «i 2.00 « 12.00
t 135,45 t 135.45

% 4.62
% 2.31
t 6.93 i 6.93

Total! t 285,38

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



(rfochemkaJ 
Lab Report

Bondar-( teyg. lor.

12980 Ws Cedar Dr.
Lakewood. Colorado 80228
(303) 989-I4W

BONDAR CLEGG



Geochemical
Lab Report

Bondar-Clegg, Inc.

12980 Wst Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

REPORT! 098-1347 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohm mining corp. submitted by: j. barron

PROJECT: NONE LISTED DATE PRINTED: 16-N0V-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0.002 OPT Fire Assay
2 Au BCI Au (Bondsr-Cle3S) 6 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Assay Prep 60
Excessive Wetness 1263
SaiPle Pickup _i

remarks: work performed at outside lab.

BONDAR-CLEGG CHECKS IN 2ND COLUMN.

REPORT COPIES TO'. MR. JIM BARRON 
MR. JIM BARRON

INVOICE TO*. MR. JIM BARRON



I

Geochemical
I -ah Report

Bondar-C tew, lor.

12980 Wsr Cola; Dr.

lakcMOOtl, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

REPORT! 098-1347 project: none listed PAGE 1

SAMPLE
NUMBER

ELEMENT
UNITS

Au
OPT

Au BCI
OPT

SAMPLE
NUMBER

ELEMENT
UNITS

Au
OPT

Au BCI
OPT

D2 R88-482-305-310 0.028 0.025 02 R88-482-505-510 0.014
D2 R88-482-310-315 0.015 02 R88-482-510-515 0.008
02 R88-482-315-320 0.024 02 R88-482-515-520 0.005
02 R88-482-320-325 0.019 02 R88-482-520-525 0.000
02 R88-482-325-330 0.014 02 R88-482-525-530 0.007

02 R88-482-330-335 0.012 02 R88-482-530-535 0.024 0.020 - . a CS~
02 R88-482-335-340 0.023 02 R88-482-535-540 0.012
02 R88-482-340-345 0.005 02 R88-482-540-545 0.013
02 R88-482-345-350 0.020 02 R88-482-545-550 0.014
02 R88-482-350-355 0.035 02 R88-482-550-555 0.010

02 R88-482-355-300 0.055 0.052 -.0^4 02 R88-482-555-500 0.045 0.000 = .oSZ.
02 R88-482-300-305 0.024 02 R88-482-500-505 0.014
02 R88-482-305-370 0.034 02 R88-482-505-570 0.010
02 RB8-482-370-375 0.012 02 R88-482-570-575 0.020
02 R88-482-375-380 0.054 02 R88-482-575-580 0.028

02 R88-482-380-385 0.030 02 R88-482-580-585 0.010
02 R88-482-385-390 0.020 02 R88-482-585-590 0.000
02 R88-482-390-395 0.010 02 R88-482-590-595 0.012
02 R88-482-395-400 0.012 02 R88-482-595-000 0.014
02 R88-482-400-405 0.010 02 R88-482-000-605 0.010

02 R88-482-405-410 0.010
02 R88-482-410-415 0.012
02 R88-482-415-420 0.022
02 R88-482-420-425 0.014
02 R88-482-425-430 0.012

02 R88-482-430-435 0.010
02 R88-482-435-440 0.028 0.027
02 R88-482-440-445 0.032
02 R88-482-445-450 0.004
02 R88-482-450-455 0.002

02 R88-482-455-460 0.006
02 R88-482-460-465 <0.002
02 R88-482-465-470 0.002
02 R88-482-470-475 0.028
02 R88-482-475-480 0.008

02 R88-482-480-485 0.015
02 R88-482-485-490 0.030 0.032 ~.oS!
02 R88-482-490-495 0.021
02 R88-482-495-500 0.020
02 R88-482-500-505 0.016



*\ I

BONDARCLEGG
■-

BBOHM MINING CORP. 
MR. JIM BARRON 
P.0. BOX 4 83 
DEADUOOD* SB
57732

Bondar-Clegg, Inc.

i 12980 Wea Cedar Dr.

Lakewood, Colorado 80228

(303)9894404

Invoice 1 3284 t Posse 1

Date *, 18-NOV-88

Report No* 
Project *. 
Reference 1

098-1347 
NONE LISTED 
NONE LISTED

£ i 'Ho*60 Analytes, of Gold at $ 6.50 * 390.00
6 Analyses of Au < Bondar-C 1 egg) at t 6.50 $ 39,00

Subtotal $ 429.00

Sample Preparation
60 Samples of Assay Prep a t * 3.00 * 180.00

1263 Samples of Excessive Wetness at % 0.15 i 189.45
1 Sample of Sample Pickup at % 1 2.00 % 12.00

Subtotal % 381.45

Miscellaneous Charges
4% S.D. STATE SALES TAX $ 12.86
27. DEADW00D CITY SALES TAX $ 6.43

Subtotal % 19.29

* 429.00

381.45

Invoice Total *

19.29

929.74 U.S.

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Geochemical
lab Report

Boodar-t Icgg. lac.

12980 fctet Cedar Dr

Lakewood, Colorado H0228

<303) 989-1404
BC
BONDAR CLEGG



Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 Wsi Cedar l>

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR CLEGG

REPORT! 098-1351 ( COMPLETE ) REFERENCE INFO: NONE LISTED

client: brohm mining corp. submitted by: j. barton

PROJECT: NONE LISTED DATE PRINTED: 16-N0V-88

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 14 0.002 OPT Fire Assay
2 Au BCI Au (Bondar-Cless) 1 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 14 2 -150 14 Assay Prep 14
Excessive Wetness 281
Sanple Pickup 1

remarks: WORK PERFORMED at outside lab.

B0NDAR-CLE6G CHECKS IN 2ND COLUMN.

REPORT COPIES TO*. MR. JIM BARRON
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON



Bondar-( >vr Inc.

12980 ttca Cedar Dr.

Lakewood, Colorado 80228

(303)9894*W

BONDAR CLEGG

(Geochemical
Lab Report

REPORT: 098-1351 | PROJECT: HOWE LISTED PAGE 1

D2 R88-482-&55-AA0 0.012 
D2 R88-482-640-645 0.014 
D2 R88-482-6A5-A70 0.004 
D2 R88-4B2-A70-675 0.018



'<>#•' I
BROHri MINING CORP. 

MR, JIM BARRON 
P.O. BOX 485 
DEADWOOD > SD
57732

Bondar-Ckgg, Inc.

12980 Wesl Cedar Dr.
Lakewood, Colorado 80228

(303)9894404

Invoice J 13280> Pese 1

Date { 18-N0V-B8

Report No: 098-1351 
Project t NONE LISTED 
Reference: NONE LISTED

14 Analyses of Gold 
1 Analyses of Au (Bondar-CleSd) 

Subtotal

Sample Preparation
14 Samples of Assay Prep 

281 Samples of Excessive Wetness 
1 Sample of Sample Pickup 

Subtotal

Miscellaneous Charges
47. S.D. STATE SALES TAX 
2% DEADW00D CITY SALES TAX 

Subtotal

Invoice

at t 6.50 4 91.00
C1 tr * 6.50 t 6.50

* 97,50 4 97.50

at $ 3.00 t 42.00
a t 4 0.15 % 42.15
at 412.00 i 12.00

% 96.15 % 96,15

$ 3.29
% 1.64
4 4.93 t 4.93

Total : f. 198.58 U.S.

r\s'- ivz (- c v<r')

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



I

Bondar-Clegg, Inc.

12980 West Cedar Dr. 

Lakewood, Colorado 80228 

(303)989-1404

BONDARCLEGG

Geochemical 
Lab Report



F
Cieochemicai 

Lab Report

i

Bnmiar-Oettt. Inc.
12980 West Cedar Dr. 

Lakewood, Colorado 80228 

(303) 989-4404

BONDAR CLEGG

REPORT? 098-1373 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohm mining corp. 
project: none listed

SUBMITTED BY: J, BARRON
PATE PRINTED! 2-N0V-88

ORDER ELEMENT
NUMBER OF 
ANALYSES

LOWER
DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 4 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 4 2 -150 4 Assay Prep 4
Excessive Wetness 74
Saarle Pickup 1

remarks: final results ape reported.

REPORT COPIES TO! «R. JIN BAPRON INVOICE TO: MR. JIK BARRON
■ -------- he, mrsAmm --------------- . . —



Bondar-Mns. I nr

12980 Wes Cedar Dr.

Lakewood, Colorado 80228

(303)989+104 V
BC
BONDAR CLEGG

(Geochemical
I>ah Report



BROHM MINING CORF. 
MR. JIM BARRON 
P.O. BOX <485 
DEADUQOD > SD 
57732

Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)9894404

Invoice * 13197» Pade 1

Date J 3-N0V-88

Report No: 098-1373 
Project i NONE LISTED 
Reference: NONE LISTED

Analyses of Gold 
Subtotal

Semple Preperatlon
4 S. Biples of Assay Prep 

74 Samples of Excessive Wetness 
1 S.;mrle of Sample Pickup 

Subtutel

Miscellaneous Chsrses
4% S.D. STATE SALES TAX 
2% DEADW00D CITY SALES TAX 

Sub to t a1

I rtvoice

at $ 6.30 f 26.00
$ 26.00 * 26,00

a t * 3.00 * 12.00
at * 0.15 * 11.10
a t *12.00 * 12.00-

* 35.10 * 35.10

* 1.24
f. 0.62
t 1.86 1 1.86

* 62.96

K r ' v( £ L L /

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Geochemical 
Lab Report

Bundnr-Clegg, Inc.

12980 Wtet Cedar Dr. 

lakewood, Colorado 80228 

(303)989-1404

BONDAR CLEGG



Bondar-Org)!' 'lk'
12980 Wfei Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDAR CLEGG

(Geochemical
l^b Report

REPORT: 098-1495 ( COMPLETE ) REFERENCE INFO: NONE LISTED

client: brohm mining corp. submitted by: J. BARRON
project: none listed DATE PRINTED*. l-DEC-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 43 0.002 OPT Fire Assay
2 Au Gold 2 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 43 2 -150 43 Assay Pree 43
Excessive Mctness 1146
Sa»l« Pick.ua -----i

REMARKS! 2 SAMPLES LABELEP 900-905 MERE RECEIVED.

2 RESULTS REPORTED FOR 2 SAMPLES.

FINAL RESULTS NOW ALL REPORTED.

REPORT COPIES TO! MR. JIM BARRON
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON



r

Geochemical 
Lab Report

Bondar-CleRg, Inc.

12980 Wfea Cedar Dr. 

Lakewood, Colorado 80228 

(303)989-1404

BONDAR CLEGG

REPORT! 098-1495 project: none listed page i

SAMPLE
NUMBER

ELEMENT
UNITS

Au
OPT

Au
OPT

SAMPLE
NUMBER

ELEMENT
UNITS

Au
OPT

Au
OPT

D2 R88-482-695-700 0.060 - D2 R88-482-895-900 0.014
D2 R88-482-700-705
D2 R88-482-705-710

0.013
0.020

D2 R88-482-900-905A
02 R88-482-900-905B

0.008 ? 
0.006 _

r». oor

02 R88-482-710-715 0.014
B2 R88-482-715-720 0.010

02 R88-482-720-725 0.009
02 R88-482-725-730 0.005
02 R88-482-730-735 0.003
02 R88-482-735-740 0.007
02 R88-482-740-745 0.200 0.360 =

02 R88-482-745-750 0.028
?S'<202 R88-482-750-755 0.006

02 R88-482-755-760 0.023
02 R88-482-760-765 0.012
02 R88-482-765-770 0.014

■ ■ ■ ■ -- ' * -

02 R88-482-770-775 0.036
02 R88-482-775-780 0.008
02 R88-482-780-785 0.010
02 R88-482-785-790 0.012
02 R88-482-790-795 0.024

; DEC | S 088 IT)

, t | |l

02 R88-482-795-800 0.010
02 R88-482-800-805 0.051 ̂
02 R88-482-805-810 0.023
02 R88-482-810-815 0.033
02 R88-482-815-820 0.016

io'e “C*

•

02 R88-482-820-825 0.013
02 R88-482-825-830 0.090 -"J
02 R88-482-830-835 0.019
02 R88-482-835-840 0.011
02 R88-482-840-845 0.010

02 R88-482-845-850 _0»C19
02 R88-482-850—855 0,017
02 R88-482-855-860 0.006
02 R88-482-860-865 0.009
02 R88-482-865—870 0.020

02 R88-482-870-875 0.016
02 R88-482-875-880 0.014
02 R88-482-880-885 0,013
02 R88-482-885-890 0.005 0.037 ^ = .0 C/
02 R88-482-890-895 0.018





BROHM MINING CORP, 
HR, JIH BARRON 
P.O. BOX -185 
DEADWOOD? SD
57732

Bondar-Ciegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228

(303)989-1404

Invoice : 13396? Pase 1

Date { 6-DFC-88

Report No: 098-1495 
Project I NONE LISTED 
Reference: NONE LISTED

2 Analyses of Gold 
Subtotal

u n b l yses of Gold 
Subtotal

Sample Preparation
43 Samples of Assay Prep 

1146 Samples of Excessive Wetness 
1 Sample of Sample Pickup 

Subtotal

Miscellaneous Charges
4% S.D. STATE SALES TAX 
27. DEADWOOD CITY SALES TAX 

Subtotal

Invoice

a t O o o $ 0,00
$ 0.00 $ 0.00

at * 6,50 $ 279,50
$ 279.50 i 279.50

at $ 3.00 t 129.00
at i 0,15 $ 171.90
at $12.00 $ 12.00

$ 312,90 $ 312.90

$ 10.80
$ 5.40
$ 16.20 t 16.20

otal: $ 608.60

- hsz C 09 - 9© v a/
&

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Geochemical
Lab Report

Bondar-Clegg, Inc.

12980 Wtst Cedar Dr.

Lakewood. Colorado 80228

(303)9894404
BC
BONDAR-CLEGG


